
ACCUTEST LABORATORIES LTD - A New Bodycote Company REPORT OF ANALYSIS

Kingston Report #

SD R S

Project #

Sample Description - Colour

SD - Same Day; R - Rush; S - Standard MMVF: Man Made Vitreous Fibres: Fibreglass, Glasswool, Rockwool Bulk Asbestos by PLM (Method: EPA/600/R-93/116)

PLM - method detection limit is 0.5%. This test report relates only to the items tested.

Bodycote Accutest is accredited under the NIST/NVLAP program for asbestos in bulk material by polarized light microscopy.

Approval:

Date Reported: 20-Oct-08
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Jeff Jones, Kingston Branch Manager
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NVLAP Lab Code: 200727-0Bulk Sample Analysis Summary
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K8-4172Multipack Date Submitted: 9-Oct-08

Service Requested:Eloy Garcia Rosas

Client:

Att:

Report Comments

Vermiculita Vermiculite/ Very finely divided - Brown

Lab ID/ Sample ID
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608 Norris Ct, Kingston ON K7P 2R9 1 of 1 Results relate only to the parameters tested on samples submitted for analyses.


